, DELHI ANALYTICAL RESEARCH LﬂBORﬂTORY

’ A (A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)

Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110095
NABL Approved & Fssai Approved Laboratory

E-mail : darltesting@gmail.com, info@darltesting.org, Ph. : 011-43545890, 09717324010
": .4 s 2 P YR T e -. e

ARL

REPORT NO. 820200703 M011 DATE OF RECEIPT 03/07/2020

ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kolkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT

SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO. N.S.
Product Training Centre SAMPLE QTY. 1 Swab
CD-42, Sector-1, Salt Lake Kolkata-64, Batch No. NS .0
WB Land Mark City Centre-1 and 3 No WaterTank. B N

| SAMPLE NAME. | Sheet Assembly (Duplicate) MFG.N.S.

Description: - One sample of “Sheet Assembly (Duplicate)” was submitted by party on
Dated - 03/07/2020.

| SN Parameter Result B, Test method

1. Total plate count . 2cfufgn Ga% ASTM —2315

2. | Ecoli i 0T\ N, g ASTM - 2315
o _(DL-L cfu/gm)

3. S. aureus A O ASTM — 2315
, (L1 cfu/gm)

4. Pseudomonas aeruginosa Al J° nNDL ASTM - 2315
- | . (DL-1cfu/gm)

5. B. cereus &% I NDL ASTM — 2315
B Gon W {DL-1 cfu/gm)

6. S. epidermidis N NDL ASTM — 2315
Lt G 9 (DL-1 cfu/gm)

7: Candida albicans. > = NDL ASTM - 2315
' T (DL-1 cfu/gm)

8. | Aspergillus brasilieusis NDL ASTM — 2315
(DL-1 cfu/gm)

Note: ND Not Detected
DL Detection Limit

Note: - As per observation efficacy seems to be good

REPORT REMARK: Party asked for above test only.

Note : 1. The results are related to the test items only. 2. Sample will be destroyed after one month from the date of issue of test report.
3. 'I_‘hi_s report is not be reproduced wholly or in part and cannot be used as an evidence in the court of law



DELHI A@NALYTICAL RESEARCH LABORATORY

(A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)
Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110085
NABL Approved & Fssai Approved Laboratory
E-mail ; darltesting@gmail.com, info@darltesting.org, Ph. : 011-43545890, 09717324010

ARL

' TEST REPORT

REPORT NO., 820200703M012 DATE OF RECEIPT 03/07/2020

ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kalkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT

SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO. N.S.
Product Training Centre SAMPLE QTY. 1 Swab
CD-42, Sector-1, Salt Lake Kolkata-64, ' Batch No. NS .0
WB Land Mark City Centre-1 and 3 No Water Tapk. Ny,

| SAMPLE NAME. | Sheet Assembly (Single) MFG.N.S.

Description: - One sample of “Sheet Assembly (Single)” was submitted by party on
Dated - 03/07/2020.

| { SN | Parameter Result ¢ Test method
| : 1. | Total plate count 54 cfu/gmy, QA% ASTM — 2315
‘ | SHSWe
5 2. | E coli ~ASTM — 2315
‘ 3. S. aureus ASTM — 2315
r ‘ 4. | Pseudomonas aeruginosa NDL ASTM — 2315
‘ ; (DL-1 cfu/gm)
1 | 5. B. cereus NDL ASTM - 2315
f (DL-1 efu/gm)
j 6 S. epidermidis NDL ASTM — 2315
| | o) (DL-1 cfu/gm)
7. Candida albicans. ~ .~ NDL ASTM — 2315
: ™ \D b (DL-1 cfu/gm)
8. Aspergillus brasilieusis NDL ASTM — 2315
R >\ N4 (DL-1 cfu/gm) '
Note: ND Not Detected
.~ DLDetection Limit
ot SLgAS per observation efficacy seems to be good
ol REPORT REMARK: Party asked for above test only. J

Note : 1. The results are related to the test items only. 2. Sample will be destroyed after one month from the date of issue of test report.

3. This report is not be reproduced wholly or in part and cannot be used as an evidence in the court of law
and ehanld nat ha 1iead in amr aduvarticeina madia withant wriban ~aneant



DELHI ANALYTICAL RESEARCH LABORATORY

{A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)

Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110095
NABL Approved & Fssai Approved Laboratory

E-mail : darltesting@gmail.com, info@daritesting.org, Ph. : 011-43545890, 09717324010

)

ARL

TEST REPORT
| REPORT NO. 820200703M013 DATE OF RECEIPT 03/07/2020
ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kolkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT
SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO. N.S.
Product Training Centre SAMPLE QTY. 1 Swab
CD-42, Sector-1, Salt Lake Kolkata-64, Batch No. NS .
WB Land Mark City Centre-1 and 3 No Water Tank. N
SAMPLE NAME. | Right Handle Greff Bay Rubber Duplicate MFG.N.S.

i, 4 ‘ b i \4\’
Description: - One sample of “Right Handle Greff Bay Rubber Duplicate” was submlyte\/cii\:«b%é partyon

Dated - 03/07/2020.

| SN | Parameter Result Test method
1. Total plate count 95 cfu/gmi» " ASTM —2315
HWP0% V|

2. E. coli ~ASTM — 2315

3. S. aureus ASTM - 2315

4, Pseudomonas aeruginosa ; ASTM — 2315
(DL-1 cfu/gm)

5. B. cereus NDL ASTM — 2315
(DL-1 cfu/gm)

6. S. epidermidis NDL ASTM — 2315
48 B {DL-1 cfu/gm)

7. | candida albicapsh & "© NDL ASTM — 2315
o %% (DL-1 cfu/gm)

8. | Aspergillusbrasilieusis NDL ASTM - 2315

S\ (DL-1 cfu/gm) '
Note: ij‘fiﬁ\';lot Déﬁecfed
. "DLDetection Limit

Nété":l.é'g&s'pier observation efficacy seems to be good

REPORT REMARK: Party asked for above test only.

Note : 1. The results are related to the test items only. 2. Sample will be destroyed after one month from the date of issue of test report.
3. This report is not be reproduced wholly or in part and cannot be used as an evidence in the court of law

e nbhaiild mad e st fem e m e T oAt



DELHI ANALYTICAL RESEARCH LABORATORY

(A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)

Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110095
NABL Approved & Fssai Approved Laboratory

E-mail . darltesting@gmail.com, info@darltesting.org, Ph. : 011-43545890, 09717324010
TEST REPORT ’

)

ARL

P

REPORT NO. 820200703M014 DATE OF RECEIPT 03/07/2020

ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kolkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT

SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO. N.S.
Product Training Centre SAMPLE QTY. 1 Swab
CD-42, Sector-1, Salt Lake Kolkata-64, Batch No. NS 0
W38 Land Mark City Centre-1 and 3 No Water Tank. A

SAMPLE NAME. | Pilion handle (Crome Back Sheet Single) MFG.N.S.

Dated — 03/07/2020.

SN Parameter Result Test method
1. Total plate count ASTM — 2315
2. E. coli ASTM —2315
3. S. aureus ASTM - 2315
4. Pseudomonas aeruginosa <& NDL ASTM - 2315
_______ .~ (DL-1 ¢fu/gm)
5. B. cereus NDL ASTM —2315
(DL-1 cfu/gm)
6. S. epidermidis NDL ASTM - 2315
Al B G (DL-1 cfu/gm)
7. | Candida albicang, Q. & © NDL ASTM — 2315
] T ) {DL-1 cfu/gm)
8. | Aspergillus brasilieusis NDL ASTM - 2315
R >\ \d {DL-1 cfu/gm)
‘Note: NDiNot Detected
D ﬁeﬁé;iion Limit

[Note:- As per observation efficacy seems to be good

REPORT REMARK: Party asked for above test only.

Note : 1. The resuits are refated to the test items only. 2. Sample will be destroyed after one month from the date of issue of test report.
3. This report is not be reproduced wholly or in part and cannot be used as an evidence in the court of law



DELHI ANALYTICAL RESEARCH LABORATORY

{A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)

Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110095
NABL Approved & Fssai Approved Laboratory

E-mail : darltesting@gmail.com, info@daritesting.org, Ph. : 011-43545890, 09717324010
T EST REPORT

)

ARL

REPORT NO. 820200703M015 DATE OF RECEIPT 03/07/2020

ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kolkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT

SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO.

Product Training Centre SAMPLE QTY.
CD-42, Sector-1, Salt Lake Kolkata-64, Batch No.
WB Land Mark City Centre-1 and 3 No Water Tank.

| SAMPLE NAME. | Pilion handle (Crome Back Sheet Duplicate) MFG.N.S.

Dated — 03/07/2020.

SN | Parameter Result & Test method
1. Total plate count 96 cfu/gmis. ASTM — 2315
>\ 4« U

‘2. | E.coli - b~ ~ ASTM -2315

? S. aureus ASTM — 2315
‘ cfu/gm)

4. Pseudomonas aeruginosa 4 NDL ASTM — 2315
" (DL-1 cfu/gm)

5. B. cereus NDL ASTM — 2315
b (DL-1 cfu/gm)

6. S. epidermidis 4l 8 B NDL ASTM — 2315
Rall (DL-1 cfu/gm)

7. | Candidaalbicans®, . NDL ASTM - 2315
- . RN (DL-1 cfu/gm)

8. Aspergiuu-§ b_f‘aéiﬁéusié NDL ASTM — 2315

T % (DL-1 cfu/gm) ‘

te «g\sp{ar observation efficacy seems to be good

REPORT REMARK: Party asked for above test only.

Note : 1. The results are related to the test items only. 2. Sample will be destroyed after ane month fram the date of issue of test report.
3. This report is not be reproduced wholly or m part and cannot be used as an evidence in the court of iaw

il o Ml i i it e R e




DELHI ANALYTICAL RESEARCH LABORATORY

(A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)
Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110095
NABL Approved & Fssai Approved Laboratory
E-mail : darltesting@gmail.com, info@daritesting.org, Ph. : 011-43545890, 09717324010

TEST REPORT -
REPORT NO. 820200703M016 DATE OF RECEIPT 03/07/2020
ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kolkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT
SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO.

Product Training Centre SAMPLE QTY.
CD-42, Sector-1, Salt Lake Kolkata-64, Batch No.
| WB Land Mark City Centre-1 and 3 No Water Tarik.
SAMPLE NAME. | Left Hand Greff Bay Rubber Single MFG.N.S.

Description: - One sample of “Left Hand Greff Bay Rubber Single” was submitted by parfgf’b 0
| Dated —03/07/2020. L 4

5 SN | Parameter Result Test method
1. Total plate count ASTM - 2315
2. | E.col “ASTM — 2315
|
' 3. | s.aureus ASTM — 2315 '
4 i
4. Pseudomonas aeruginosa 4 ; ASTM — 2315 !
" " (DL-1 cfu/gm) :
5. B. cereus , NDL ASTM — 2315 i
(DL-1 cfu/gm) F
6. | S.epidermidis NDL ASTM — 2315 !
L8% (DL-1 cfu/gm) _ !
7. | Candidaalbicans. %~ © NDL ASTM — 2315 i
o Th% (DL-1 cfu/gm) :
8. | Aspergillus brasilieusis NDL ASTM - 2315 |
S\ \a (DL-1 cfu/gm) |
"Note: ND:Not Detected
. DLDetection Limit

Note : 1. The results are related to the test items only. 2. Sample will be destroyed after one month from the date of issue of test report.
3. This report is not be reproduced wholly or in part and cannot be used as an evidence in the court of law



DELHI ANALYTICAL RESEARCH LABORATORY

(A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)

Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110095
NABL Approved & Fssai Approved Laboratory

E-mail : daritesting@gmail.com, info@daritesting.org, Ph. : 011-43545890, 09717324010
_TEST REPORT ’

p

ARL

s

REPORT NO. 820200703M017 DATE OF RECEIPT 03/07/2020

ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kolkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT

SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO. N.S.
Product Training Centre SAMPLE QTY. 1 Swab
CD-42, Sector-1, Salt Lake Kolkata-64, Batch No. NS &
WB Land Mark City Centre-1 and 3 No Water Tank. &

SAMPLE NAME. | Left Handle Greff Bay Rubber Duplicate MFG.N.S.

N
N G
& ~

Description: - One sample of “Left Handle Greff Bay Rubber Duplicate” was submittec \[:\}%
Dated - 03/07/2020. L

SN | Parameter Result &

N Test method
1. | Total plate count VLR ASTM - 2315
2. E. coli ~  ASTM —2315
3. S. aureus ASTM - 2315
4, Pseudomonas aeruginosa - ASTM - 2315
- (DL-1 cfu/gm)
5. B. cereus NDL ASTM —= 2315
(DL-1 cfu/gm)
6. S. epidermidis NDL ASTM — 2315
) ‘ , (DL-1 cfu/gm)
7. | Candida albicans NDL ASTM - 2315
] {DL-1 cfu/gm)
8 Aspergillus bras NDL ASTM — 2315
| AN (DL-1 cfu/gm)
Note: ND:Not Detected
. DL-Detection Limit
_Igé’éé‘.\f-ﬁégs ri’é:r observation efficacy seems to be good
L b REPORT REMARK: Party asked for above test only.

Note : 1. The results are related to the test items only. 2. Sample will be destroyed after one month from the date of issue of test report.

3. This report is not be reproduced wholly or in part and cannot be used as an evidence in the court of law
and should nat he 1ized in anv aruarticinem madin il oo tin— — o



DELHI ANALYTICAL RESEARCH LABORATORY

(A GOVERNMENT APPROVED & ISO 9001 : 2008 CERTIFIED TESTING LABORATORY)
Plot No. 2, Timber Block, Jhilmil Industrial Area, Delhi-110095
NABL Approved & Fssai Approved Laboratory
E-mail : daritesting@gmail.com, mfo@darltestmg org, Ph. : 01 1-43545890, 0971?324010

7

ARL

TEST REPORT

REPORT NO. 820200703M018 DATE OF RECEIPT 03/07/2020

ISSUED TO. TVS MOTORS COMPANY LIMITED TEST STARTED ON 03/07/2020
Product Training Centre DATE OF REPORTING | 14/07/2020
CD-42, Sector-1, Salt Lake Kolkata-64, ISSUE OF TEST 14/07/2020
WB Land Mark City Centre-1 and 3 No Water Tank. REPORT

SUBMITTED BY. | TVS MOTORS COMPANY LIMITED REF.NO.

Product Training Centre SAMPLE QTY.
CD-42, Sector-1, Salt Lake Kolkata-64, Batch No.
WB Land Mark City Centre-1 and 3 No Water.Tank.

SAMPLE NAME. | Right Handle Greff Bay Rubber Single MFG.N.S.

Dated —03/07/2020.

SN Parameter Result & Test method

1. Total plate count | 93 cfu/gr_p«f\-.\ ASTM — 2315

2. | E.col “ ASTM - 2315

3. | s.aureus ASTM — 2315
: .';cfu/gm)

4. Pseudomonas aeruginosa . & NDL ASTM = 2315
(DL 1 cfu/gm)

5. B. cereus NDL ASTM — 2315
(DL-1 cfu/gm)

6. | S.epidermidis NDL ASTM = 2315
(DL-1 cfu/gm)

7. Candida albicans* NDL ASTM — 2315
£ (DL-1 cfu/gm)

NDL ASTM — 2315
(DL-1 cfu/gm)

[ REPORT REMARK: Party asked for above test only. ]

Note : 1. The results are related fo the test items only. 2. Sample will be destroyed after one month from the date of issue of test report.
3. This report is not be reproduced wholly or in part and cannot be used as an evidence in the court of law




